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Client 客戶: Koan Hao Technology Co Ltd./冠好科技股份有限公司 

No.239, Chenggong 3rd Rd., Nantou City, Nantou County  54066, Taiwan, R.O.C./ 
台灣 南投市54066南崗工業區成功三路239號 

Test item(s) 測試樣品: 1 material(s) of sticker/貼片, white/白色 

Identification/Model No(s):  
樣品描述/規格: 

PAPER STICKER / BL、HBLA、SBL、TBLC、YBLA、HBLTM、BLW、

AKCR#2、AKCY#2、QAKCR、QAKCY 

Sample obtaining method:
樣品獲取方式: 

Sending by customer 

Condition at delivery: 
樣品接收狀態: 

Test item complete and undamaged. 

Sample receiving date: 
收樣日期: 

2022-12-15 

Testing period: 
測試週期: 

2022-12-15 – 2023-01-11 

Place of testing: 
測試地點: 

TÜ V Rheinland (Shanghai) Co. Ltd. 

Test specification 測試要求: Test result 測試結果: 

Testing according to customers specification for the following parameters: 
Halogen (Fluorine, Chlorine, Bromine, Iodine)/鹵素 (氟, 氯, 溴, 碘) 

Refer to result page 
參照測試報告 

  

  

Other information: 
其他信息: 

All the above item no. are the same chemical composition/color/manufacturing process 
according to client’s declaration dated on 2022-12-14. 

For and on behalf of 

TÜ V Rheinland Taiwan Ltd.   

 
 
 
 
2023-01-11              Arthur Cheng/Project Manager 

 

Date 日期 Name/Position 姓名/職位  

Sample information is provided by customer. Test result is drawn according to the kind and extent of tests performed.  
This test report relates to the above mentioned test sample. Without permission of the test center this test report is not permitted to be 
duplicated in extracts. This test report does not entitle to carry any safety mark on this or similar products. 
"Decision Rule" document announced in our website (https://www.tuv.com/landingpage/en/qm-gcn/) describes the statement of conformity 
and its rule of enforcement for test results are applicable throughout this test report.. 

樣品信息由客戶提供。測試結果根據所做測試的種類和範圍而得出。本測試報告僅對來樣負責。未經本測試中心許可，測試報告不得部分複
製。不能根據此報告在上述產品或類似產品上使用任何安全標誌。本測試報告中，描述符合性聲明所應用的判定規則發佈在我司官網 

https://www.tuv.com/landingpage/en/qm-gcn/。 
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Sample/樣品明細    PAPER STICKER 

Material/材質    sticker/貼片 / white/白色 

Lab.-No./實驗室編號    TCL221215-18 

Test Item/測試項目 
Test Method/ 

測試方法 

Unit /  

單位 
RL Result/結果 

Fluorine (F) / 氟 

with ref. to  
EN 14582:2016, IC 

mg/kg 50 < RL 

Chlorine (Cl) / 氯 mg/kg 50 1600 

Bromine (Br) / 溴 mg/kg 50 < RL 

Iodine (I) / 碘 mg/kg 50 < RL 

Notes/ 註釋: 

-  < = less than/小於  

- RL = Reporting Limit/報告極限值 

-  mg/kg = milligram per kilogram/毫克每公斤 

 

 

 

Test Sample/測試樣品 
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Testing procedure / 測試流程圖 : 

 
Halogen/鹵素 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
--- End of Test-Report / 此報告結束--- 

Weighing and putting sample in cell / 秤重及樣品放入樣品槽 

Oxygen bomb combustion/ absorption / 氧彈燃燒/ 吸收 

Analysis by IC / 以離子色譜測定鹵素含量 

Dilution to fixed volume / 稀釋至固定體積 

Issue data / 數據 

Sample cutting/ preparation / 剪樣/前處理 
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